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SUCOFINDO

Issuing Office:

JI. Jend. A. Yani. No. 315 Surabaya 60234, Indonesia
Phone/Facs: +62 31 8470547/8470563

Email: labsurabaya@sucofindo.co.id

REPORT OF ANALYSIS

CLIENT :  CV. MITRA USAHA MANDIRI
Keputihan Pasar Kecil 2/17
Embong Kaliasin, Genteng
Surabaya — Jawa Timur.

THE FOLLOWING SAMPLE (S) WAS/ WERE SUBMITTED AND IDENTIFIED BY CLIENT AS :

TYPE OF SAMPLE :  SILICA SAND MESH 16 — 20

DATE OF RECEIVED :  September 19, 2016

DATE OF ANALYSIS . September 19 up to 21, 2016

TEST REQUIRED :  Full Analysis.

DESCRIPTION OF SAMPLE * :  Form : Sand
Weight/Volume : £ 500 gram.
Pécking . Unsealed plastic bag.

SAMPLE IDENTIFICATION O
. (STATED BY CLIENT)

We have tested the sample (s) submitted and the following results were obtained :

No. Parameter Unit Test Result Test Method
PN BT =N = NP i T e
1. | Sio, SUL L el TITLLbodyp. W UIITTT po - MOM - 01 (XRF) -
2. | FexOs % wt 0.06 PO - MOM - 01 (XRF)
3. | AlOs ; % wt 0.39 PO - MOM - 01 (XRF)
4, CaO % wt 0.01 PO - MOM - 01 (XRF)
5. | MgO % wt 0.05 PO - MOM - 01 (XRF)
6. TiO, % wt 0.03 PO — MOM - 01 (XRF)
7.1 K0 % wt 0.01 PO — MOM - 01 (XRF)
8. | NayO % wt 0.06 PO — MOM - 01 (XRF)
9. | MnO; % wt 0.003 / PO — MOM - 01 (XRF)
10. | Cry03 % wt 0.004 PO — MOM - 01 (XRF)
11. Moisture Content % wt 0.05 PO - MOM - 02 (Gravimetric)
1. |LOI % wt 0.20 PO — MOM - 03 (Gravimetric)
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