IRON JIS 5H

——INDUSTRIAL VALVE—

Working Pressurc..eie..6 kgf / cm?
Hydrostatic shell test..........10.6 kgf / cm?
Hydrostatic seat test............7.7 kgf / ¢m?

Flanged ends Jis 2211
Design Standards| JIS F7363

Materials ; =
Parts JIS materials

Body Castlron

Bonnet Castlron

Stem Bross :

Disc Cast lron Welding Copper

Seatring PTFE

Gland : Ductile Iron

Glond packing | PTFE

Gasket Asbestos - Free

Indicator Aluminum e

Hand Wheel Castlron
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ONDA

——INDUSTRIAL VALVE—

Working Pressure...............6 kof / em®
Hydrostatic shell test. 0.6 kgf / em®
Hydrostatic seat test............7.7 kof / em?

Flanged ends JIS 82211
Design Standards| JIS F7306

Materials

Parts JIS materials
Body | Castiron
Bonnet Cast Iron
Stem Brass
Disc | Cast Brass
DiscSeat | Costfross.
Gland | Ductile Iron
Gland Packing | PTFE
Hand Wheel | Castlron :
Gasket Asbestos - Free




